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Customer: 

Part No: 

Order No: Tester: 

Execution date:

Project:

Chart:

Premio Hungária

P100/1/2018_08_06

Premio EPS100 Compression
test_2018_08_06

Thümler GmbH-Z5
Materialprüfmaschinen

2018. 08. 06. 14:16:47

Method: Compression test

Results: Nom Stress  [kPa]
,max.  

Displacement
[mm] ,max.  

P100/1/2018_08
_06

98,52 10,00

P100/2/2018_08
_06 

103,74 9,99

P100/3/2018_08
_06 

100,48 9,99

P100/3/2018_08
_06

104,09 9,99

Max. 104,09 10,00

Min. 98,52 9,99

Mean 101,71 9,99
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